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DONG GUAN HAOSEN METAL JEWELRY LTD
101, 2ND BUILDING, NO. 2, ZHEN RONG ROAD, WU SHA, CHANG AN TOWN, DONG GUAN CITY, GUANG 
DONG PROVINCE.

Sample Description : BRACELET

Item No. : ENVIRONMENTALLY FRIENDLY COPPER MATERIAL

Style No. : ENVIRONMENTALLY FRIENDLY COPPER MATERIAL

SKU No. : ENVIRONMENTALLY FRIENDLY COPPER MATERIAL

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
SGS Ref No. : CAN24-0181238

Sample Receiving Date : Aug 16, 2024

Test Performing Date : Aug 16, 2024 to Aug 28, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Test Requirement Conclusion
1 Entry 27 of Regulation (EC) No 552/2009 amending Annex XVII of REACH 

Regulation (EC) No 1907/2006-Nickel release Pass

2 Entry 63 of Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation 
(EC) No 1907/2006 - Total Lead (Metal) Pass

3 Entry 23 of Regulation (EU) 2016/217 amending Annex XVII of REACH Regulation 
(EC) No 1907/2006- Cadmium and its compounds Pass

4 US California Proposition 65-Lead Pass

5 US California Proposition 65 - Cadmium (Cd) Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

—————————————
Yan Lau
Authorized Signatory
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Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A1 CAN24-0181238-0001.C001 Golden plated metal(bracelet)

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-” = Not Regulated

Entry 27 of Regulation (EC) No 552/2009 amending Annex XVII of REACH Regulation (EC) No 1907/2006-
Nickel release

Test Method: With reference to EN 1811:2023, analysis was performed by ICP-OES.

Test Item(s) Limit Unit(s) MDL A1-Trial1 A1-Trial2 A1-Trial3
Volume of Test Solution - mL - 25.12 25.12 25.12
Sample Area - cm² - 25.12 25.12 25.12
Whether performed by EN 
12472:2020 or not - - - YES YES YES

Nickel Release 0.5 μg/cm²/
week 0.10 ND ND ND

Conclusion Pass

Notes:
(1) NO: Positive finding by Nickel spot test is observed based on CEN/TR 12471:2022. Simulation of wear 
and corrosion according to EN 12472:2020 has been not applied prior to the EN 1811:2023.
      YES: Negative finding by Nickel spot test is observed based on CEN/TR 12471:2022. Simulation of wear 
and corrosion according to EN 12472:2020 has been applied prior to the EN 1811:2023.
(2) Combined measurement uncertainty is applied to compliance decision rule according to the clause 9.2.2, 
EN 1811:2023 as below:
 

Nickel Release (μg/cm2/week)
Type of sample

PASS FAIL

Article with Nickel release limit of 0.5μg/cm2/week ≤0.88 > 0.88

Article with Nickel release limit of 0.2μg/cm2/week <0.35 ≥ 0.35
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Entry 63 of Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation (EC) No 1907/2006 - 
Total Lead (Metal)

Test Method: With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Total Lead (Pb) 500 mg/kg 20 ND
Conclusion Pass

Notes:
When the result is equal to or greater than 500 mg/kg, the limit shall not apply where it can be demonstrated 
that the rate of Lead release from such an article or any such accessible part of an article, whether coated or 
uncoated, does not exceed 0.05 µg/cm2/h (equivalent to 0.05 µg/g/h), further migration test is requested per 
EN 16711-3: 2019 for compliance.

Entry 23 of Regulation (EU) 2016/217 amending Annex XVII of REACH Regulation (EC) No 1907/2006- 
Cadmium and its compounds

Test Method: With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Cadmium(Cd) 0.01 % 0.0005 0.0011
Conclusion Pass

US California Proposition 65-Lead

Test Method: With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Lead(Pb) 100 mg/kg 20 ND
Conclusion Pass

Notes:
(1) The limit is referenced to the requirement as stated in County of Marin Case No. CIV 1104003.
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
actual exposure to the tested chemical. 
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure.
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US California Proposition 65 - Cadmium (Cd)

Test Method: With reference to CPSC-CH-E1001-08.3, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Cadmium(Cd) 300 mg/kg 5 11
Conclusion Pass

Notes:
(1) The limit is referenced to the requirement as stated in County of Alameda Case No. RG-10-514803.
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
actual exposure to the tested chemical. 
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure.
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Sample Photo:

Product Photo

*** End of Report ***
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